
Strength Test Report
Certificate No.:

2015-10-11 08:40:58Date of Test:

DH151011-001

Checker:

Corrector:

Article Webbing For Ratchet Lashing Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-4

Type MBS12000lbs Color Yellow Width 50mm

EL 2021mm WLL 12000lbf SF 1:1

Initial Force 315lbf Extension Length 211mm

B/P Strength 13221lbf B/P Extension 10.5%

Quality Qualified Stretch Speed 200mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 08:45:40Date of Test:

DH151011-002

Checker:

Corrector:

Article Webbing For Sling Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WB-1

Type MBS9800lbs Color Yellow Width 25mm

EL 1062mm WLL 9800lbf SF 1:1

Initial Force 309lbf Extension Length 97mm

B/P Strength 10606lbf B/P Extension 9.2%

Quality Qualified Stretch Speed 100mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 08:51:46Date of Test:

DH151011-003

Checker:

Corrector:

Article Webbing For Sling Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WB-1

Type MBS19600lbs Color Yellow Width 50mm

EL 1011mm WLL 19600lbf SF 1:1

Initial Force 301lbf Extension Length 102mm

B/P Strength 19955lbf B/P Extension 10.2%

Quality Qualified Stretch Speed 100mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 08:59:55Date of Test:

DH151011-004

Checker:

Corrector:

Article Webbing For Sling Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WB-1

Type MBS29400lbs Color Yellow Width 75mm

EL 1034mm WLL 29400lbf SF 1:1

Initial Force 318lbf Extension Length 113mm

B/P Strength 30420lbf B/P Extension 11%

Quality Qualified Stretch Speed 100mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:04:38Date of Test:

DH151011-005

Checker:

Corrector:

Article Webbing For Sling Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WB-1

Type MBS39200lbs Color Yellow Width 100mm

EL 1019mm WLL 39200lbf SF 1:1

Initial Force 309lbf Extension Length 116mm

B/P Strength 40776lbf B/P Extension 11.4%

Quality Qualified Stretch Speed 100mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:09:17Date of Test:

DH151011-006

Checker:

Corrector:

Article Flat Webbing Sling With Eyes Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WS-1

Type E5EE3200lbs Color Yellow Width 25mm

EL 1862mm WLL 3200lbf SF 5:1

Initial Force 303lbf Extension Length 228mm

B/P Strength 16915lbf B/P Extension 12.3%

Quality Qualified Stretch Speed 180mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:15:45Date of Test:

DH151011-007

Checker:

Corrector:

Article Flat Webbing Sling With Eyes Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WS-1

Type E5EE3200lbs Color Yellow Width 25mm

EL 1856mm WLL 3200lbf SF 5:1

Initial Force 313lbf Extension Length 227mm

B/P Strength 16815lbf B/P Extension 12.2%

Quality Qualified Stretch Speed 180mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:21:20Date of Test:

DH151011-008

Checker:

Corrector:

Article Flat Webbing Sling With Eyes Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WS-1

Type E5EE6400lbs Color Yellow Width 50mm

EL 3020mm WLL 6200lbf SF 5:1

Initial Force 300lbf Extension Length 384mm

B/P Strength 32725lbf B/P Extension 12.7%

Quality Qualified Stretch Speed 300mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:27:18Date of Test:

DH151011-009

Checker:

Corrector:

Article Flat Webbing Sling With Eyes Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WS-1

Type E5EE6400lbs Color Yellow Width 50mm

EL 3029mm WLL 6200lbf SF 5:1

Initial Force 324lbf Extension Length 390mm

B/P Strength 32926lbf B/P Extension 12.9%

Quality Qualified Stretch Speed 300mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:33:14Date of Test:

DH151011-010

Checker:

Corrector:

Article Flat Webbing Sling With Eyes Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WS-1

Type E5EE8600lbs Color Yellow Width 75mm

EL 3129mm WLL 8600lbf SF 5:1

Initial Force 302lbf Extension Length 429mm

B/P Strength 46184lbf B/P Extension 13.7%

Quality Qualified Stretch Speed 300mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:39:56Date of Test:

DH151011-011

Checker:

Corrector:

Article Flat Webbing Sling With Eyes Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-WS-1

Type E5EE8600lbs Color Yellow Width 75mm

EL 3115mm WLL 8600lbf SF 5:1

Initial Force 304lbf Extension Length 414mm

B/P Strength 45148lbf B/P Extension 13.3%

Quality Qualified Stretch Speed 300mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:46:34Date of Test:

DH151011-012

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS3000lbs Color Yellow Width 25mm

EL 1076mm WLL 1000lbf SF 3:1

Initial Force 303lbf Extension Length 79mm

B/P Strength 3263lbf B/P Extension 7.4%

Quality Qualified Stretch Speed 100mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:50:07Date of Test:

DH151011-013

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS3000lbs Color Yellow Width 25mm

EL 1077mm WLL 1000lbf SF 3:1

Initial Force 301lbf Extension Length 78mm

B/P Strength 3227lbf B/P Extension 7.3%

Quality Qualified Stretch Speed 100mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 09:57:25Date of Test:

DH151011-014

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS10000lbs Color Yellow Width 50mm

EL 1576mm WLL 3335lbf SF 3:1

Initial Force 318lbf Extension Length 162mm

B/P Strength 11056lbf B/P Extension 10.3%

Quality Qualified Stretch Speed 150mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 10:03:58Date of Test:

DH151011-015

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS10000lbs Color Yellow Width 50mm

EL 1583mm WLL 3335lbf SF 3:1

Initial Force 308lbf Extension Length 162mm

B/P Strength 10975lbf B/P Extension 10.3%

Quality Qualified Stretch Speed 150mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 10:08:51Date of Test:

DH151011-016

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS10000lbs Color Yellow Width 50mm

EL 1579mm WLL 3335lbf SF 3:1

Initial Force 306lbf Extension Length 165mm

B/P Strength 11182lbf B/P Extension 10.5%

Quality Qualified Stretch Speed 150mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 10:15:49Date of Test:

DH151011-017

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS10000lbs Color Yellow Width 50mm

EL 1578mm WLL 3335lbf SF 3:1

Initial Force 303lbf Extension Length 156mm

B/P Strength 10917lbf B/P Extension 9.9%

Quality Qualified Stretch Speed 150mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 10:21:25Date of Test:

DH151011-018

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS15000lbs Color Yellow Width 75mm

EL 1571mm WLL 5000lbf SF 3:1

Initial Force 305lbf Extension Length 167mm

B/P Strength 15891lbf B/P Extension 10.7%

Quality Qualified Stretch Speed 150mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD



Strength Test Report
Certificate No.:

2015-10-11 10:28:00Date of Test:

DH151011-019

Checker:

Corrector:

Article Ratchet Tie Down Material Polyester

Batch No. PO.17354 Serial No.  Standard WSTDA-T-1

Type MBS15000lbs Color Yellow Width 100mm

EL 1566mm WLL 5000lbf SF 3:1

Initial Force 306lbf Extension Length 178mm

B/P Strength 15765lbf B/P Extension 11.4%

Quality Qualified Stretch Speed 150mm/min

Testing Machine NJDH-1-200 Precision 0.5%

Method of Test Type of Test Breaking Test

Stretch Test Curve:

ΔS--TΔS(mm)

T(s)

F--TF(lbf)

T(s)

EL:Effective Length           SF:Safety Factor              B/P:Breaking/Proof

HTTP://WWW.SAFE-SLING.COM

:86-25-57013866XFA86-25-57017359

TEL:ELOPMENT ZONE,NANJING,CHINAVDE

IAOSHAN ROAD,YANJIANG INDUSTRIALXNO.101,

NANJING PANGU RIGGING CO.,LTD


